BALLAST SYSTEMS

Ballast is used to provide weight distribution or as counterweight.
Mayco can supply standard ballast bricks or large custom cast lead ballast weighing thousands of

Bridge No. 116.74 in East Lyme, CT. Powder coated, custom poured lead ballast resulting in a precisio
Lead Encapsulation, such as powder coating, reduces lead exposure to your workers and the environ
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ting & milling
Mold casting
Lead Shot bags

www.Maycolndustries.com




CUSTOM ALLOYS

In house refining ensures we can supp
alloys to your specifications including

ASTM B9 Chemical
ASTM B9 Corroding
99.99% Pure Lead
QQL-171 Grade A
QQL-171 Grade B
AMS 7721

APPLICATIONS

Ballast ‘
Bridge weights and counterweight!!
Other counter weight applications
Elevator weights
Marine Applications
Racing Weights
Aerospace

OF LEAD BALLAST APPLIC

Bridge No. 116.74 over Niatic River in East Lyme, Connecticut
Charles Berry Bascule Bridge in Loraine, Ohio
Gilmerton Bridge Replacement Project in Chesapeake, Virginia

Bridge in Long Island, New York

m in Burlington, Kansas

Coast Guard Ships




